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NO 18 XIYUAN ROAD SHIFENG DISTRICT TIANTAI ZHEJIANG CHINA

The following sample(s) was / were submitted and identified on behalf of the client as:

Sample Description: LANDSCAPE LEAVES

SGS Ref No.: NBIN1609009582PS

Product or Lot No.: MZ188014C, MZ188001, MZ188002, MZ188003, MZ188004, MZ188005, MZ188008,
MZ 188007, MZ188008, MZ188009, MZ188010, MZ188011, MZ188012, MZ188013,
MZ188015, MZ188016, MZ188017, MZ188018, MZ188019, MZ188020, MZ188021,
MZ188022, MZ188023, MZ188024, MZ188025, MZ188026, MZ188027

Material and Mark: PE

Test Requested:
EN 13501-1:2007+A1:2009 Fire classification of construction products and building elements—Part 1:
Classification using data from reaction to fire tests, class B.

Test Results: -- See attached sheet --

Test Period:

Sample Receiving Date : SEP.28, 2016

Test Performing Date . SEP.28,2016 TO OCT.14, 2016
Signed for and on behalf of

SGS-CSTC Co., Ltd. Anji Branch

Allen Zou
Technical Manager
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I. Test conducted
This test is conducted as per EN 13501-1:2007+A1:2009 Fire classification of construction products and
building elements — Part 1: Classification using data from reaction to fire tests. And the test methods as
following:
1. EN 13823:2010 Reaction to fire tests for building products - Building products excluding floorings
exposed to the thermal attack by a single burning item.
2. ENISO 11925-2:2010 Reaction to fire tests — Ignitability of building products subjected to direct
impingement of flame — Part 2: Single-flame source test.

Il. Details of classified product

a) Nature and end use application

The product “LANDSCAPE LEAVES" is defined as decorative material. Its end use application: "Wall deco”.
b) ription

The details of the product given above have been prepared from information provided by the sponsor
of the test.

Name / Color LANDSCAPE LEAVES / Green
Mass per unit area | About 2.5kg/m*

M i fixing:

Calcium silicate board, with its density approximate 900kg/m?®, thickness approximate 9mm, is as the
substrate. The test specimens are fixed mechanically to the substrate, with screws. No joint in the long
wing the test specimen.

lll. Test results

Test method Parameter Number of tests Results
FIGRA (W/s) 34.9
LFS < edge of specimen Yes
EN 13823 T { M': )2 3 a
SMOGRA (m“/s®) 17.9
TSPeoos (M) 173.4
Flaming particles or droplets No
To be continued...
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Test method Parameter Specimen number Results
EN ISO 11925-2 Fs =150 mm : Yes
Exposure = 30 s Ignition of the filter paper No

IV. Classification and direct field of application

This classification has been carried out in accordance with EN 13501-1:2007+A1:2009.

a) Classification
The product, LANDSCAPE LEAVES, classification is as following,

Fire behaviour Smoke production Flaming droplets

B =4 S 2

d 0

Remark: The classes with their corresponding fire performance are given in annex A.

b) Fi lication

This classification for the submitted sample is valid for the following end use condition:
--- All the substrate classified as A1 and A2

--- With mechanically fixing

--- No joint

This classification is valid for the following product parameters:
---Characteristics of various layers identical to those as described in § Il b) of this test reports.

Statement: The test results relate to the behaviour of the test specimens of a product under the particular
conditions of the test; they are not intended to be the sole criterion for assessing the potential
fire hazard of the product in use.

Warning:

This classification report does not represent type approval or certification of the product.

The test laboratory has, therefore, play no part in sampling the product for the test, although it holds

appropriate references to the manufacturer's factory production control that is aimed to be relevant to the

samples tested and that will provide for their traceability.
To be continued...

Chent's inatructions, ¥ any The npany’ s sole parties o a
IFANESCION from wxerciseng all Iheir nghts end under (he o .
sxcept in bl without writien of the © Any of falsification of the contenl o

mm.wuzhwmmu&qh—m—hmm t @65 RS  B6ND DUEY www.agagroup com.on
EN N RAREA TSN LR01§ 313000 ¢ SHOD SR { U7 NS ¢ sgscna(iegs.com

Member of the SGS Group (SGS SA)




Test Report

Annex A
Classes of reaction to fire performance for construction products excluding floorings and linear pipe thermal

insulation products

No. AJHL1609010683FB

Date: OCT.17, 2016 Page 4 of 6

EN ISO 11925-2'
Exposure =30s

within 60s Fs<150mm

Class Test method(s) Classification criteria Additional classification
AT=30C, and
ENISO 1182° and | Am=50%, and -
ti=0(i.e. no sustained flaming)
Al PCS=2.0MJ/kg :c and
PCS=2.0MJ/ki and
ENROITIe PCSs1.4MJ/m* ¢ and '
PCSs2.0MJ/kg °
a AT=50C, and
il Ams50%, and .
=20 s
and PCSS?:.OI\AJ!’I(Q2 . . and
o | oot ¢ o -
PCSs3.0MJ/kg ©
FIGRASTRIN and Smoke production 'and
EN 13823 LFS<edge of specimen and : ‘ g
THB00.<7.5MJ Flaming droplets/particles
FIGRA<120W/s and
EN 13823 and | LFS<edge of specimen and o
B THRe00sS7.5MJ Smoke production "and

Flaming droplets/particles °

FIGRA<250W/s and
EN 13823 and | LFS<edge of specimen and .

c THRs00:S15MJ Smoke production "and
Tm— Flaming droplets/particles ?
Exposure=30s Fs<150mm within 60 s
EN 13823 and | FIGRAS750W/s ;

D i Smoke production 'and
EN ISO 11925-2 - Flaming droplets/particles
Exposure=30s Fs<150mm within 60 s
EN ISO 11925-2" - ; —

E Exposure =15s Fs<150mm within 20 s flaming droplets/particles

To be continued...
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F No performance determined

" For homogeneous products and substantial components of non-homogeneous products.
® For any external non-substantial component of non-homogeneous products.

° Alternatively, any external non-substantial component having a PCS < 2,0 MJ/m? prowded that the product
satisfies the following criteria of EN 13823: FIGRA < 20 W/s, and LFS < edge of specimen, and THRgoos < 4,0
MJ, and s1, and do0.

4 For any internal non-substantial component of non-homogeneous products.

¢ For the product as a whole.

"In the last phase of the development of the test procedure, modifications of the smoke measurement system
have been introduced, the effect of which needs further investigation. This may result in a modification of the
limit values and/or parameters for the evaluation of the smoke production.

= SMOGRA < 30m?%s? and TSPgggs < 50m? ; 2 = SMOGRA < 180m?/s® and TSPgg0s < 200m?; 83 = not s1 or
82

9d0 = No flaming droplets/ particles in EN 13823 within 600 s;
d1 = no flaming droplets/ particles persisting longer than 10 s in EN 13823 within 600 s;
d2 = not d0 or d1.
Igmtlon of the paper in EN 1ISO 11925-2 results in a d2 classification.
" Pass = no ignition of the paper (no classification);
_Fail = ignition of the paper (d2 classification).

" Under conditions of surface flame attack and, if appropriate to the end-use application of the product, edge
flame attack.

To be continued...
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Photo Appendix:

Before test After test

Before test After test

SGS authenticate the photo on original report only
***End of Report™*
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